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Information of Test 
Results  

 The information included in this document is SOLELY for 
information. 

 

Definite valid results shall be published in the corresponding 
Technical Reports issued by AFITI-LICOF.  

[Test Report Reference: 5031T23 
 

 
 
 

APPLICANT  
 

BONA AB 
 

 P.O. Box 21074, 200 21, Malmö, Sweden  
 

 

 
Test:  Tests according to UNE-EN ISO 9239-1:2011 AND UNE-EN ISO 11925-2:2021 
  Date of testing:   22nd-Dec-2023 
  

Specimen  
 

Polyurethane dispersion crosslinked with isocyanate hardener . 
  

  Manufacturer: BONA AB. 
 

Reference: “BONA TRAFFIC HD” 
   

CLASSIFICATION ACCORDING TO UNE-EN 13501-1:2019. 
 

 
 
 

 
Toledo, 07th of February of 2024 

 
 

 
 
 
 
 

 Signed: David Sáez García 
Technical Director of Reaction to Fire Laboratory  

“Bfl-s1” 
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